
CERTIFICATE OF ANALYSIS

PRODUCT Yuclair RG500U
SPEC

CLASS
 

SAM PLING

POINT
PE01_PE-BR1302X_Out

DATE

SAM PLED
2023.03.16 07:00:00

LOT NO C140N3G101 CUSTOM ER

NET WEIGHT   INVOICE NO  

 

Tes t Item Result Tes t M ethod

Melt Index g/10 min 9.0 ASTM D 1238

Density g/㎤ 0.942 ASTM D 792

Yellowness Index -1.8 SKTM-G-801

Bulk Density g/㎤ 0.576 SKTM-G-501

Pellet Irregularity 22.2 SKTM-G-802
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I CERTIFY THE ABOVE STATEMENT OF QUALITY TO BE TRUE AND CORRECT.
Print Date::2023-03-31

Quality Control Team Leader

110,KOSA-DONG,NAMGU,ULSAN,KOREA P.O.BOX:4 ULSAN KOREA


